
Technical Data
LSAK Feldspar 4

High sodium content | Low iron content | No free silica | High alumina content | Good thermal and chemical stability
Enhances vitrification and transparency in ceramic and glass applications

Sodium Feldspar LSAK Feldspar 4

SiO2 65.89
AI2O3 20.63
TiO2 0.08
Fe2O3 0.40
CaO 0.66
MgO 0.17
K2O 0.79
Na2O 10.00

1.09

Na-Feldspar 91±1
Mica 4±1
Calcite 1±0.5
Quartz 1±0.5
Amorphous
phase&others

3±1

These above figures are mean values, do not represent a specification.
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D10 1.72
D50 5.63

D97 22.5

68.2
L Value 88.92
A Value 0.86
B Value 8.22

Chemical Composition: [%]

Loss of Ignition: [%]

Mineralogical Composition: [%]

Whiteness

Particle Size Distribution: [μm]
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